
Unit

d50 µm

d90 µm 7,0

%

m²/g

ml/100g 15

Unit

ppm

Unit

Cut - 4

Polish - 7

µm

%

these data are typical data and should not be used as guaranteed limits
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Specific Surface Area B.E.T.

C.A.S.: 1344-28-1

Typical Values

3,0

< 0,1

2,8

> 97

2,0

Ground hard calcined alumina used in various polishing applications.

3100

Alpha alumina content (α-Al2O3)

Typical ValuesOther Characteristics

Primary crystal size (after R test)

Technical

 Datasheet

AC34B3

Physical Characteristics

Particle Size Distibrution (Cilas) :

Screen Residue > 45μm

Chemical Characteristics

Na2O  total

Product information

Typical Values

Oil absorption (oleic acid)


